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ASTM STANDARD REINFORCING BARS 
 

English Bar Size Diameter (inches) Metric Bar Size Diameter (mm) 

#3 0.375 #10   9.5 

#4 0.500 #13 12.7 

#5 0.625 #16 15.9 

#6 0.750 #19 19.1 

#7 0.875 #22 22.2 

#8 1.000 #25 25.4 

#9 1.128 #29 28.7 

#10 1.270 #32 32.3 

#11 1.410 #36 35.8 

#14 1.693 #43 43.0 

#18 2.257 #57 57.3 
 
 

 
ASTM STANDARD REINFORCING CONVERSION BAR SIZE & GRADE CHARTS 

  
SIZE 

  

    

 
GRADE 

English  Metric  English Metric 
#3 = #10  Grade 40 300 Mpa 

#4 = #13  Grade 60 420 MPa 

#5 = #16  Grade 75 520 MPa 

#6 = #19 

#7 = #22 

#8 = #25 

#9 = #29 

#10 = #32 

#11 = #36 

#14 = #43 

#18 = #57 
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